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G 3302 : 2012 

Foreword 

This translation has been made based on the Amendment to the origi
nal Japanese Industrial Standard revised by the Minister of Economy, 
Trade and Industry through deliberations at the Japanese Industrial 
Standards Committee as the result of proposal for revision of Japanese 
Industrial Standard with the draft being attached, based on the provi
sion of Article 12 Clause 1 of the Industrial Standardization Law ap
plicable to the case of revision by the provision of Article 14. 

Consequently, JIS G 3302:2010 is partially replaced with this Amend
ment. 
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JAPANESE INDUSTRIAL STANDARD JIS G 3302 : 2012 

Hot-dip zinc-coated steel sheet and strip 

(Amendment 1) 

JIS G 3302:2010 is revised as follows. 

17 Report 

Replace clause 17 by the following. 

"When there is a request from the purchaser beforehand, the manufacturer shall sub
mit the inspection document to the purchaser. Inj~hi~L~J::\~_~-, __ .th~_x~'p'Qtt_~_h~lL.GQm.pJy
wjth_th~_r~_9.~j.x~m_~_JJtf? __ in_~h}_~~_~ __ ta_Qf_JJS_G __ O_4Q1!_Jl9W_~Y~XJ_JQt_~Jl:~mj._G~1_~_9}Jl:RQ~it.iQn~2 
.th~ ___ GQnt~n.t~ __ JQt __ G~XJ?QD-, __ .p.hQ~Rh9XQ~ ___ ~_JJd __ ~~lf~X __ m_~y_h~ __ X~P_9Xt.~_g __ t9_~n~UnK_t.9 ___ tbx~~ 
.g~~_im~l_Rl~_G~~!_VJJl~~~_Qth~twj~_~ __ ~'p'~Q.ifj._~_Q.-, __ th~_t.Y.:R~_Qf_inf?p_~_Gt.iQn_gQ~_1Am~nt __ f?h~ll_<;Q})l~ 
p.lY-_~'itb __ ~_itbg:t; __ f?t.~n~l~x~l_g~~jgn~_tiQn_2.~a_Qr_a!J~_j._JJ_t~J~l~_J_Qf_JJS_G_Q:tlQ_._" 
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Errata for JIS (English edition) are printed in Standal'dization and Quality Contl'ol, published 
monthly by the Japanese Standards Association, and also provided to subscribers of JIS (Eng
lish edition) in Monthly InfoIwation. 

Errata will be provided upon request, please contact: 
Standards Publishing Department, Japanese Standards Association 
4-1-24, Akasaka, Minato-ku, Tokyo, 107-8440 JAPAN 
TEL. 03-3583-8002 FAX. 03-3583-0462 
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